Bondar-Clegg, Ine. i
12980-westCedhr Dr. . Geochemical
Lakewood, Colorado 80228 - Lab Report
(303) 989-1404

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: DA9-32394.4 ( COMPLETE ) l REFERENCE INFD: 0-145
CLIENT: BROMM MINING CORP. SUBMITTED BY: J. EARRON
PROJECT: RA9-624 DATE PRINTED: 15-NOV-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 fu Gold 29 0.002 OPT Fire Pssay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 29 2 -150 29 fssay Prep 29
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVDICE TO: MR. JIM BARRON
MR. JIM BARRON




Bondar-Cleg, Inc. ;
12980 ¥est-Cebr Dr. & e Geochemical
Lakewood, Colorado 80228 - Lab Report
(303) 989-1404
BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTED: 15-NOV-89

REPORT: D89-32394.4 PROJECT: R89-624 PAGE 1

SAMPLE ELEMENT  fu

NUMBER UNITS  OPT

D2 R89-624-0-5 (0.002

D2 R89-624-5-10 0.006

D2 R89-624-10-15 0.002

D2 R89-624-15-20 0.003

D2 RB9I-£24-20-25 0.005

D2 RB9-624-25-30 0.004

D2 R89-624-30-35 0.006

D2 RA9-624-35-40 0.005

D2 R89-624-40-45 0.003

D2 RA9-624-45-50 0.003

D2 RB9-624-50-55 0.004

D2 R83-624-55-60 0.008

D2 RA9-624-60-65 0.008

D2 R89-624-65-70 0.009

D2 R89-624-70-75 0.014

D2 R89-624-75-80 0.007

D2 RB9I-624-80-85 0.006

D2 R89-624-85-90 0.005

D2 RB9-624-90-95 0.003

D2 R89-624-95-100 0.004

D2 RBI-624-100-105 0.009

D2 R89-624-105-110 0.009

D2 R89-624-110-115 0.004

D2 RA9-624-115-120 0.007

D2 RB9-624-120-125 0.006

D2 R89-624-125-130 0.009

D2 R89-624-130-135 0.016

D2 RA9-624-135-140 0.006

D2 RB9-624-140-145 0.007
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Bondar-Clegg, Inc.

12980 Wess.Cedar Dr. s
eakewood, Colorado 80228
(303) 989-1404

Geochemical
Lab Report
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32398.4 ( COMPLETE )

| REFERENCE INFO: 145-405 ‘

CLIENT: EROHM MINING CORP.
PROJECT: RA9-624

SUEMITTED BY: J. BARRON
DATE PRINTED: 15-NOV-89

NUMBER OF LOWER

ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD

1 Au Gold hid 0,002 0PT Fire Rssay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 2 -150 52 fAssay Prep 52

Sample Pickup 1

REMARKS: Final results are reported.
REPORT COPIES TO: MR. JIM RARROM INVDICE TO: MR. JIM BARROM

MR. JIM BARROM




Bondar-Clegg, Inc. - .
— Wes'jgg R & L Geochemical
lsikewood, Colorado 80228 Lab Report
(303) 989-1404
BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTED: 15-NOV-89

REPORT: DA9-32398.4 [ PROJECT: R89-624 PAGE 1

SAMPLE ELEMENT fu SAMPLE ELEMENT Au

NUMBER UNITS oPT NUMBER UNITS 0PT

D2 RA9-624-145-150 0.004 D2 R89-624-345-350 0.005

D2 RB9-624-150-153 0.005 D2 RBI-624-350-355 0.006

D2 RB9-624-155-160 0.009 D2 RA89-£24-355-360 0,005

D2 RA9-624-160-165 0.010 D2 RA9-624-360-365 0.007

D2 RBI-624-165-170 0.007 D2 RA89-6£24-365-370 0.006

D2 RA9-624-170-175 0.008 D2 RA9-624-370-375 0.009

D2 R&9-624-175-180 0.008 D2 R89-624-375-380 0.006

D2 RA9-624-180-185 0.007 D2 R89-624-380-385 0.040

D2 R89-£24-185-190 0.004 D2 RA89-624-385-390 0.005

D2 RA9-624-190-195 0.005 D2 RA9-624-390-395 0.004

D2 R89-624-195-200 0.006 D2 RA9-6£24-395-400 0.008

D2 RA9-624-200-205 0.009 D2 RA9-624-400-405 0.006

D2 R89-624-205-210 0.009

D2 RA9-624-210-215 0.007

D2 R89-624-215-220 0.007

D2 R89-624-220-225 0.012

D2 R89-£24-225-230 0.012

D2 RA9-624-230-235 0.012

D2 RA9-624-235-240 0.015

D2 RA9-624-240-245 0.014

D2 RA9-624-245-250 0.007

D2 R89-624-250-255 0.009

D2 RB9-624-255-260 0.011

D2 RA9-£24-260-265 0.008

D2 RA9-624-265-270 0.012

D2 R89-£24-270-275 0.009

D2 R89I-£24-275-280 0.011

D2 RA9-6£24-280-285 0.004

D2 RB9-£24-285-290 0.006

D2 RA&9-624-290-295 0.006

D2 R89-£24-295-200 0.008

D2 RA9-£24-300-305 0.010

D2 R89-£24-305-310 (0. 002

D2 R89-£24-310-313 0.002

D2 RA9-£24-215-320 0.002

D2 RA9-624-320-325 0.035

D2 RA9-624-225-330 {0,002

D2 RA89-624-330-335 0.010

D2 R89-624-335-340 0.007

D2 RA9-624-340-345 0.009
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Bondar-Clegg, Inc. .
12980 West Cedar Dr. - Geochemical
Lakewound, €oloragdo 80228 ‘ Iﬂb Report
(303) 989-1404

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: DA9-32600.4 ( COMPLETE ) ] L REFERENCE INFO: 405-665
CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R89-624 DATE PRINTED: 17-NOV-89
NUNBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 52 0.002 OPT Fire Assay
SANPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE e e -1%0 e fAssay Prep 52
Excessive Wetness 1397
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIN BARRON

fiR. JIN BARKON




Bondar-Clegg, Inc. 1
12980 West Cedar Dr. GeOChemlcal
Lakewod®t; Colorado 80228 Lab Report
(303) 989-1404
BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
+ 17-NOV-39
REPORT: DA9-32600. 4 | PROJECT: R89-624 PAGE 1
SAMPLE ELENENT  Au SANPLE ELENENT  fu ]
NUNBER UNITS  OPT NUMBER UNITS  OPT i |
D2 RB9-624-405-410 0.032 D2 RB9-624-605-610 0.008 i
D2 RB9-624-410-415 0.004 D2 R89-624-610-615 0.009 |
D2 RB9-624-415-420 0.003 D2 R89-624-615-620 0.006 |
D2 RA9-624-420-425 0.020 D2 R89-624-620-625 0.005 |
D2 R89-624-425-430 0.083 D2 R89-624-625-630 0.006 |
D2 R89-624-430-435 0.039 D2 R89-624-630-635 0.0
D2 RB9I-624-435-440 0.058 D2 R89-624-635-640 0.046
D2 RA9-624-440-445 0.008 D2 R89-624-640-645 0.028
D2 RB9-624-445-450 0.009 D2 R89-624-645-650 0.017
D2 R89-624-450-455 0.005 D2 R89-624-650-655 0.021
D2 R89-624-455-460 0.004 D2 R89-624-655-660 0.014
D2 RA9-624-460-465 0.005 D2 R89-624-660-665 0.018
D2 R89-624-465-470 0.010
D2 R9-624-470-475 0.004
D2 RB9-624-475-480 0.003 7
D2 R89-624-480-485 0.004 .
D2 RB9-624-485-490 0.007
D2 RB9-624-490-495 0.005
D2 RBI-624-495-500 0,004
D2 R89-624-500-505 0.004 .
D2 RB9I-624-505-510 0.009
D2 R89-624-510-515 0.007
D2 RB9-624-515-520 0.004
D2 RA9-624-500-525 0.007
D2 RB9-624-525-530 0.005 7
D2 RA9-624-530-535 0.004 -
D2 RA9-624-535-540 0.004
D2 RAI-624-540-545 0.008
D2 RB9I-624-545-550 0.004
D2 R89-624-550-555 0.004 7
D2 R89-624-555-560 0.0
D2 RA9-624-560-565 0,003
D2 RB9-624-565-570 0.004
D2 R89-624-570-575 0.004
D2 RA9-624-575-580 0.006
D2 R89-624-580-585 0.004
D2 R89-624-585-590 0.008
D2 R89-624-590-595 0.002
D2 RB9-624-595-600 0.007

D2 R89-624-600-605 0.009
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~“Rokdar-Clegg, Inc. . ;
12980 West Cedar Dr. Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 989-1404
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

| [ REPORT: DA89-32603.4 ( COMPLETE ) | I REFERENCE INFO: 6£65-960
CLIENT: BROHM MINING CORP. SUEMITTED BY: J. BARRON
PROJECT: RA9-624 DATE PRINTED: 20-NOV-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 59 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 59 2 -150 R Assay Prep 60
Excessive Wetness 1267
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON

MR FIM BARROK




ot - oo
st :
Lakewood, Colorado 80228 ~ Lab Rep()l't
(303) 989-1404
BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVIGES i
 PRINTED: 20-NOV-89 St
REFORT: D89-32603.4 PROJECT:. RA9-624 , PAGE 1 &
w 2 Yo & B,
SAMPLE ELEMENT Au SAMPLE /' ELEMENT fu .
NUMBER UNITS U NUMBER 4 UNITS | OPT -
e TN
D2 R89-624-665-670 0.028 D2 RB9-624-865-870 0.035 "IUA 7
D2 R89-624-670-675 0.032 D2 R83-624-870-875 0.9076 —~—
D2 R89-624-675-680 0.015 D2 RBI-624-875-880 0.048 5
D2 RA89-624-680-6835 0.026 D2 R89-624-880-885 0.056
D2 R89-624-685-690 0.019 D2 R89-624-885-890 0.050
D2 R89-624-690-695 0.046 D2 R89-624-890-895 0.114
D2 R89-624-695-700 0.011 D2 R89-624-895-900 0.113
D2 R89-624-700-705 0.009 D2 R89-624-900-905 0.127
D2 R89-624-705-710 0.014 D2 R89-624-905-910 0.071
D2 R89-624-710-715 0.019 D2 R83-624-910-915 0.030
D2 R89-624-715-720 0.010 D2 R89-624-915-920 €0. 002
D2 R89-624-720-723 0.030 D2 R89-624-920-925 0.041
D2 R89-624-725-730 0.021 D2 RB9I-624-925-930 0.028
D2 RB9-624-730-735 0.017 D2 R89-624-930-935 0.019
D2 R89-624-735-740 0.020 D2 R89-624-935-940 0.029
D2 R89-624-740-7435 0.012 D2 R89-624-940-945 0.020
D2 R89-624-745-750 0.010 D2 R89-624-945-950 0.029
D2 RB9-624-750-755 0.011 D2 R89-624-950-955 0.011
D2 RB9-624-755-760 0.012 D2 RB9-624-955-960 0.012
D2 RA9-624-760-765 0.006
D2 R89-624-765-770 0.002
D2 R89-624-770-775 0.008
D2 RB9-624-775-780 0.040
D2 RB9-624-780-785 0.035
D2 R89-624-785-790 0.030
D2 R89-624-790-795 0.022
D2 RA9-624-795-800 0.021
D2 RB9-624-800-805 0.049
D2 R89-624-805-810 0.046
D2 R89-624-810-815 0.031
D2 R89-624-815-820 0.052
D2 R89-624-620-825 0.029
D2 R89-624-825-830 0.029
D2 R89-624-830-835 0.039
D2 R89-624-835-840 0,019
D2 RA9-624-840-845 0.028
D2 R89-624-845-850 0.055
D2 R89-624-850-855 0.037
D2 RB9-624-855-860 0.038
D2 R89-624-860-865 0.037
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Bondar-Clegg, Inc. .
12980 West Ceelar Dr. o Geochemical
Lak&wood, Colorado 80228 o Lab Report
(303) 989-1404

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: DA9-32604.4 ( COMPLETE ) | REFERENCE INFD: 960-1030 J
CLIENT: BROHM MIMING CORP. SURMITTED BY: J. BARRON
PROJECT: R89-£24 DATE PRINTED: 15-NOV-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
i A Gold 14 0.002 0PT Fire fssay
SAMPLE TYPES HUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 14 2 -150 14 fissay Prep 14
Excessive Wetness 300

REMARKS: Final results are reported.

REPORT COPIES T0: MR. JIM EARROM INVOICE TO: MR. JIM RARRON
MR. JIM BRRRON




Bondar-Ciegg, Inc.

Geochemical

12980 West (3ilar Dr. o st
Lak®@wood, Colorado 80228 - Lab Report
(303) 989-1404 _
BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTED: 15-NOV-89

REPORT: DA9-32604. 4 | PROJECT: R&3-624 PAGE 1

SAMPLE ELEMENT Au

NUMBER UNITS  OpT °

D2 RA9-£24-960-965 0.018

D2 RA9-624-965-970 0.032

D2 RA9-£24-970-975 0.024

D2 R89-624-975-980 0.024

D2 RA9-624-980-985 0.032

D2 R89-£24-985-990 0.050

D2 RA9-£24-990-995 0.055

D2 R89-624-995-1000 0.046

D2 R&9-£24-1000-1005 0.021

D2 R89-£24-1005-1010 0.034

D2 RA9-624-1010-1015 0.035

D2 RA9-624-1015-1020 0.025

D2 RA9-624-1020-1025 0.028

D2 R89-624-1025-1030 0.034
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Bondar-Clegg, Inc. " .
12980 West Cedar Dr. . Geochemical
Lakeweod" Coldrado 80228 Lab Report

(303) 989-1404
BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
REPORT: D89-32607.4 ( COMPLETE ) | \ REFERENCE INFO: 1030-11035
CLIENT: BROHN MINING CORP. SUBMITTED BY: J. BARROM
PROJECT: R89-624 DATE PRINTED: 17-NOV-89
MUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
i fu Gold 13 0.002 OPY Fire fAssay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 13 2 -150 13 fssay Prep 13
Excessive Wetness 365

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARROM
MR. JIN BARRON




Bondar-Clegg, Inc. p
12980 West Cedar Dr. L Geochemical
Lakeweod: Col&tado 80228 Lab Report
(303) 989-1404

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

= 89
PROJECT: R85-624 PAGE 1 ]

REPORT: D89-32607. 4 ]

SAMPLE ELENENT fAu
NUMBER UNITS 0PT

D2 R89-624-1030-1035 0.034
D2 R89-624-1035-1040 0.060
D2 R89-624-1040-1045 0.103
D2 R89-624-1045-1050 0.031
D2 R89-624-1050-1055 0.019

D2 R89-624-1035-1060 0.022
D2 R89-624-1060-1065 0.012 -
D2 R89-624-1065-1070 0.025
D2 R89-624-1070-1075 0.013
D2 R89-624-1075-1080 0.020

D2 R89-624-1080-1085 0.015
D2 R89-624-1085-1090 0.010
D2 R89-624-1090-1095 0.008
D2 R89-624-1095-1100 0.011
D2 R89-624-1100-1103 0.008
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Bondar-Clegg, Thc. . .
12980 West Cedar Dr. Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 9891404

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32611.4 ( COMPLETE ) J l REFERENCE INFO: 1105-1200 J
CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R89-624 DATE PRINTED: 28-NOV-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 19 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 19 2 -150 19 fissay Prep 19
Excessive Wetness 408
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON




Bondmﬂékgg,{hm - .
12980 West Cedar Dr. < * — Geochemical
Lakewood, Colorado 80228 Lab Report

(303) 9891404 BﬂNDAR- m
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES t :
REPORT: D83-32611.4 | PROJECT: R89-624 PAGE 1 AJ
SAMPLE ELEMENT Au
NUMBER UNITS 0PT

D2 R89-624-1105-1110 0.007
D2 R89-624-1110-1115 0.008
D2 R89-624-1115-1120 0.009
D2 R83-624-1120-1125 0.009
D2 R89-624-1125-1130 0.008

D2 R89-624-1130-1135 0.017
D2 R89-624-1135-1140 0.007
D2 R89-624-1140-1145 0.011
D2 R89-624-1145-1150 0.012
D2 R83-624-1150-1155 0.018

D2 R83-624-1135-1160 0.048
D2 R89-624-1160-1165 0.008
D2 R89-624-1165-1170 0.009
D2 R83-624-1170-1175 0.009
D2 R89-624-1175-1180 0.008

D2 R89-624-1180-1185 0.013
D2 R89-624-1185-1190 0.014
D2 R89-624-1190-1195 0.003
D2 R89-624-1195-1200 0.002







Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404
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